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P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: %$#'% P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: &!&!

Type: Thickness Exploratory (

D ate: 04/22/25 Technician: N athan D alton

C ored A ctu al C ond ition/Type of Su bgrad e
M aterial M aterial P lan -A ggregate Size

Thickness

C ore # L ocation D escription In Inches D epth -Remarks

D ou glas B lvd .

M apL ocation #3

N /A

3

A sphalt

A sphalt

A sphalt

Su b-totalcored

D ou glas B lvd .

M apL ocation #1

1

2

5.2

D ou glas B lvd .

M apL ocation #2

2.3

2.9

6.3

1/4" max aggregate -slag"

1-1/4" max aggregate -limestone & slag

3/8 " max aggregate -limestone

A sphalt 2.5 " 1/4" max aggregate -slag

C oncrete "

3/8 " max aggregate -limestone

Su b-totalcored

A sphalt 2.3 N /A

3/8 " max aggregate -limestone

A sphalt 1.5 " 3/8 " max aggregate -limestone

A sphalt 2.5 " 3/8 " max aggregate -limestone

11.1

Su b-totalcored 11.5

A sphalt 1.8 "

0.9 N /A

A sphalt

27 .8TotalC ored

7 'Eastof FO C

6'-10" Eastof FO C

5" Eastof FO C
3/8 " max aggregate -slag

Slagwithheavytar

2.5 " 1/4" max aggregate -limestone & slag

A sphalt 2.3 " 3/8 " max aggregate -slag

Z:\P rojectFiles\Q A -RZ\Richmond H eights\32053-D ou glas B lvd .Recon\C oring\V ERD A N TA S D ou glas B lvd .C oringReport.xlsx



P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: 32053 P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: #!#!

Type: Thickness Exploratory $

D ate: 04/22/25 Technician: N athan D alton
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P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: 32053 P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: #!#!

Type: Thickness Exploratory $

D ate: 04/22/25 Technician: N athan D alton

&-/' !#
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P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: 32053 P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: #!#!

Type: Thickness Exploratory $

D ate: 04/22/25 Technician: ScottP irc
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P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: 32053 P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: #!#!

Type: Thickness Exploratory $

D ate: 04/22/25 Technician: N athan D alton

C ored A ctu al C ond ition/Type of Su bgrad e
M aterial M aterial P lan -A ggregate Size

Thickness

C ore # L ocation D escription In Inches D epth -Remarks

TotalC ored 3.1

D ou glas B lvd .

M apL ocation #4

Su b-totalcored 3.1

A sphalt 0.5 " 1/2" max aggregate -limestone & slag

4

A sphalt 1.3 N /A 3/8 " max aggregate -limestone

A sphalt 1.3 " 3/8 " max aggregate -limestone

5'W estof FO C

Fu lld epthcore compromised d u ringoperation /tar

& chipatbottom of core,2.5" solid core extracted



P avementC oringReport
P rojectN ame: D ou glas B lvd .P avementRecon

P rojectN u mber: 32053 P rime C ontractor: """"

P rojectO wner: C ityof Richmond H eights P avingC ontractor: """"

L ocation: D ou glas B lvd . C ore D iameter: #!#!

Type: Thickness Exploratory $

D ate: 04/22/25 Technician: N athan D alton
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